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LISTA PARTES DE CONJUNTO o ' / |
Coniunt A-4 Cantidad: 2 Long. (mm): 11158
onjunto: - o 3
Descripcion: ENSAMBLE DE ARCO Peso. (Un): 1101.61 kg —
PARTE |C/UNIT| CANT DESCRIPCION LONG | P.UNIT | P. TOTAL | A. TOTAL MATERIAL 818
49 1 2 |PTE 300X150X8 5978 | 318.12 636.24 |  10.270 | ASTM A500 Gr.C (1365 )
67 1 2 |PL50*230 927 83.71 167.42 0.930 | ASTM A572 Gr.50
20 2 4 |PL1/4X1-1/4 268 0.42 1.69 0.081 | ASTM A36 Gr.36
91 6 12 |PL 1/4X1-1/4 114 0.18 2.16 0.104 | ASTM A36 Gr.36 SES
93 1 2 |PTE 300X150X8 5961 | 317.22 634.44 |  10.241 | ASTM A500 Gr.C S ] I
94 2 4 |PL1/4X1-1/4 276 0.44 1.74 0.084 | ASTM A36 Gr.36 -
97 1 2 |PL15%529.4 918 57.23 114.46 1.334 | ASTM A572 Gr.50
131 1 2 |PL15*330 748 29.07 58.14 1.029 | ASTM A572 Gr.50 > .
133 2 4 |PL6*100 536 2.52 10.10 0.242 | ASTM A36 Gr.36 Jr o .
//////// L L Q
135 1 2 |PL12*147.5 439 6.09 12.19 0.146 | ASTM A572 Gr.50 | - 5 ST Q| o C ' S o \ o
-~ Q N ol 0o W) w0 - A ‘ a
142 1 2 |PL12*147.5 439 6.10 12.19 0.147 | ASTM A572 Gr.50 o o) © Q S ‘f: Acabado / Pintura / Ensayo (SRS)
143 1 2 PTE 150X150X6 378 9.91 19.82 0.454 | ASTM A500 Gr.C /@ b Anticorrosivo / Espesor : Primer Epoxifosfato de zinc Gris P/75
144 12 24  |PL3*184 270 117 28.08 2.439 | ASTM A36 Gr.36 >
S| @ ) Barrera / Espesor : NO APLICA
N
145 1 2 PTE 150X150X6 489 12.80 25.60 0.587 | ASTM AS00 Gr.C Esmalte / Espesor : Esmalte Poliuretano Verde Ral 6027 P/75 1
150 1 2 |PTE 150X150X6 731 19.15 38.30 0.878 | ASTM A500 Gr.C ~ B—U2a—GF V.FRONTAL Tratamiento Superficial : SSPC-SP6
151 1 2 |PTE 150X150X6 828 21.69 43.39 0.994 | ASTM A500 Gr.C J%<' 1:15 Pertenece al Sistema de Resistencia Sismica (SRS) NO
152 1 2 |PTE 150X150X6 801 20.98 41.96 0.961 | ASTM A500 Gr.C e ) , - Nerev. | Descrincion de Revisi [Tipo| Fecha | Revise
153 1 2 |PTE 150X150X6 639 16.73 33.46 0.767 | ASTM A500 Gr.C 143 o TAMARDS DE FILETE rev. % escripeion ce mevision ipo| Techd evise
154 1 2 |PTE 150X150X6 323 8.47 16.94 0.388 | ASTM A500 Gr.C 93 142 (t) W=0.49(t) |W=0.68(t) Do -
155 1 2 |PTE 150X150X6 558 14.60 29.20 0.669 | ASTM A500 Gr.C /- 0 mm/(pulg.)| Gr.36 Gr.50 - I N H I E a a 05
156 1 2 |PTE 150X150X6 693 18.16 36.31 0.832 | ASTM A500 Gr.C “ P 3 (1/87) 5 3 z
157 1 2 |PTE 150X150X6 697 18.25 36.49 0.836 | ASTM A500 Gr.C = S ~ be d 55037767 3 2 =
158 1 2 |PTE 150X150X6 570 14.92 29.84 0.684 | ASTM A500 Gr.C H 1 67 N : T
: i Cer) 6 6 (/] 4 5 |/OBRA:17061A
262 24 48 |PL9*80 186 1.05 50.45 1.658 | ASTM A572 Gr.50 E — . - o0 450 IS 8 (5/167) 7 5
268 4 8 PL3*136 138 0.44 3.53 0.309 | ASTM A36 Gr.36 I ] o o ) (3/8”) 5 7 Collseo Alvaro Mesa Amaya
270 1 2 |PL3*136 137 0.44 0.87 0.077 | ASTM A36 Gr.36 E 131 210 210 H/t TREVST 5 5
270 3 6 |PL3*136 136 0.44 2.62 0.229 | ASTM A36 Gr.36 i — N PARA > 4. 5mm ‘/f . tc/2(0.35tc) I\ (1/ H) CONTIENE : ENSAMBLE DE ARCO
273 2 4 |PL12*1475 615 8.55 34.21 0.410 | ASTM A572 Gr.50 ¥ T - et 42 15 (5/8") 8 I
274 1 2 |PL3*136 139 0.45 0.89 0.078 | ASTM A36 G PARA 2= s 5mm i 19 (3/4") 10 13
’ ' ' r36 T ™ DETALLE TIPICO DE UNION Topa interne E A
275 1 2 |PL3*136 144 0.46 0.92 0.081 | ASTM A36 Gr.36 o T L ~ ‘ 25 (1) E 18 CALCULO: | uis Horacio Restrepo FECHA: 11.09.2020
276 | 1 2 |pL3*136 159 0.51 1.02 0.089 | ASTM A36 Gr.36 . : PERFILES TUBULARES PTE RO DO e DETALLE UNION TAPA INTERNA sa(1-1/4M] 16 22 DETALLADO: Jadehr Ariza MEDIDAS EN:
: : : : ] CON TUBOS TIPO PTS ' ‘ mm
- PROCESO GMAW y FCAW 38(1—1/2" 19 26
27| 2 |PL3™36 142 0.4 0911 0.079) ASTMA36 Gr.36 / PROCESO SMAW, GMAW y FCAW CON TUBULAR -1/ H> MODELO:  Andres FAJ-Sandra Cardenas ESCALA INDICADAS
278 1 2 |PL19"340 504 | 2554 51.08 0.749 | ASTM A572 Gr.50 SECCIONF-F SECCIONH-H Nota: Solo Para Taller , PROCESO SMAW, GMAW y FCAW 50 (21 25 35 s o T
279 1 2 |PL3*132 282 0.88 1.75 0.153 | ASTM A36 Gr.36 110 SECCIONE-E TIPICA (SbC=Scldodura de demanda cr tica) ’ filete e ~ Hernan Ortiz ‘ ' ‘ 0
365 1 2 |PTE 150X150X6 473 12.40 24.79 0.568 | ASTM A500 Gr.C ' 1:10 1:10 enello e
: . W
PESO TOTAL DEL PLANO =  2203.21kg+ 3 % DE SOLDADURAS=  2269.31 kg AREA TOTAL DEL PLANO = 39.58 m2 filete doble —W% 1 706 1 A F 117 A-4




